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Ref Fig Report No. Printed Checked Approved Avonmouth

c/o Day Aggregates

Royal Edward Dock

Any opinions or interpretations indicated are outside the scope of our UKAS accreditation.                                                       Avonmouth

The results included within the test report are representative of the samples submitted for analysis. Bristol

This test report should not be reproduced, except in full, without the express permission of the laboratory. BS11 9BT
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TEST REPORT

PARTICLE SIZE DISTRIBUTION BY WASHING & SIEVING METHOD

BS EN 933-1 : 2012

Client Day Group Limited 20-59503-504198

Project Name Avonmouth

Stockpile

07/01/2020Sample Location Stockpile

Material Description 0/50mm Ecoblend GA (SHW 803 Type 1)
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Lab Ref

Clients Ref

Date Sampled

Sampled By

Date Received

Sample Type

Date Tested

Type of aggregate

Nominal size of aggregate mm

Water Content

Remarks

Ref Fig Report No. Printed Checked Approved Avonmouth

c/o Day Aggregates

Royal Edward Dock

Any opinions or interpretations indicated are outside the scope of our UKAS accreditation.                                                       Avonmouth

The results included within the test report are representative of the samples submitted for analysis. Bristol

This test report should not be reproduced, except in full, without the express permission of the laboratory. BS11 9BT

See remarks section for any additions, deviations or exclusions from the stated test method.

TH/SD

Sampling Certificate Client Instruction, results apply to sample as received 07/01/2020

Material Description 0/50mm Ecoblend GA (SHW 803 Type 1)

Clients Specification SHW: Series 600 : Class 1A ES

TEST REPORT

WATER CONTENT

BS EN 1097-5 : 2008 

Client Day Group Limited 20-59503-504198

Project Name Avonmouth January - 2020 - Type 1

Source of Material Avonmouth 07/01/2020

Sample Location Stockpile

IBAA
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9.9 %

0999
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E13 Rev1
E13 AV __20000389 18/01/2020 10:27 TH

Oct-19


